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b £ |Sp. Gr., 15.6/15.6°C, D4052 1.07

Ak & |Viscosity, Kin., cSt @407 ,D445 415
@100°C,D445 9.40

# K dp #|Viscosity Index,D2270 227

o #  g|Pour Point, C, D6749 -54

m & BtlFlash Point, COC, C, D92 None

¥ & gk[Fire Point, COC, C, D92 None

fc &  iE|pH, D1287 9.6

73 ¢ |Color, Visual Red

“h L Appearance, CLTM1002 Clear-0.001

z 'k & |water Content, %, D1744 39.0

i ¥ 4k J&|Reserved Alkalinity,0.1N HClI titrate to 200

100ml sample to pH 5.5, D1121
A & % %.|Product No. LA68300
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